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Certificate of Analysis / 7= i J5i fo BB

Document No.(3C#4'5): 4N.160620

Customer(% J7):

Contract Number(& [F]5):

Effective Date. (422 [1]): 2016.06.20

Test Date(tu Il H #): 2016.06.15

Analyst(ti4): X Heks

Item Purity Standard Sample No. N.W Unit
i H aifz Ptk P S {5 5 L
Bh%t(Bi needle) 99.99% GB/T915-2010 160504 500.0 Kg
Concentration - (% wt)
Element JG % Max i K1E Result SZlME Element JG % Max fix NME Result SEE
Cu 0.0010 0.0005 Fe 0.0010 0.0004
Pb 0.0010 0.0004 Sn - /
Ag 0.0005 0.0008 Zn 0.0005 0.0004
Te 0.0003 0.0001 Sb 0.0010 0.0002
Cl 0.0015 0.0005 As 0.0003 0.0002
Cd - - Hg - -
Ni - - Bi Matrix 99.9942

Conclusion of Analysis(& 3645 1£):

Product’s purity is 99.99% up. 7=l EAMET 99.99%.
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