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Certificate of Analysis / 7= i J5i fo BB

Document No.(3C4%5): 4N160106

Effective Date. (422 11]): 2016.02.19

Customer(% J7): Test Date(fa:l H #): 2016.01.08

Contract Number(& [F]5): Analyst(Fr55): RS %

Item Purity Specs Sample No. N.W Unit
T H afi FA% k) 1§+ LA
AR (TeO2) 99.99% D50<Spum 160106 100.0 kg
Concentration - (% wt)
Element 7t% | Standard fRiF{E | Result WR{E Element 7&K | Standard {RIE(EH Result SEIIME

Cu <0.0002 <0.0001 Ag <0.0002 <0.0001
Mg <0.0005 <0.0003 Sb <0.0005 <0.0002
Zn <0.0010 <0.0005 Bi <0.0010 <0.0005
Ca <0.0010 <0.0007 Fe <0.0005 <0.0003
As <0.0010 <0.0002 Al <0.0005 <0.0002
Pb <0.0010 <0.0005 Sn <0.0002 <0.0002
Na - - Se <0.0005 <0.0005

Conclusion of Analysis(& 3645 1£):

Product’s purity is 99.99% up. 7= EAMET 99.99%.
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